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MULTIDIMENSIONAL ANALYSIS OF FAST-SPECTRUM MATERIAL 

REPLACEMENT MEASUREMENTS FOR SYSTEMATIC 

ESTIMATION OF CROSS -SECTION UNCERTAINTIES 

by Paul G. Klann, Edward Lantz, and Wendell Mayo 

Lewis Research Center 

SUMMARY 

A series of central core and core -interface full-core-length material-replacement 
experiments were performed in the NASA heavy-metal-reflected, fast spectrum critical 
assembly (NCA). The measured integral worths were individually calculated in four and 
13 groups using the two-dimensional TDSN and DOT transport theory programs. Signif - 
icant discrepancies were observed that are attributed to cross  -section uncertainties in 
the GAM IT cross-section set. In order to interpret these differences, a method of Engle, 
Hanson, and Paxton, wherein the integral reactivity of samples at various radii are sep- 
arated into absorption and scattering components, w a s  extended to the cylindrical geom - 
etry, multigroup transport theory results. This procedure permitted calculation of av- 
erage fast-spectrum correction factors to the GAM 11 absorption and scattering input 
cross  sections. The extended method is useful for  consistent interpretation of in-core 
material replacement reactivity measurements so as to adjust average values of absorp- 
tion and scattering cross  section for nonfissioning materials. It applies principally to a 
fast -neutron spectrum reactor having negligible neutron flux in the resolved resonance 
region. 

molybdenum as well as an NASA critical assembly were reanalyzed using the corrected 
group cross  sections obtained. In all cases the resulting eigenvalues were improved and 
were within 1 percent of the experimental eigenvalue. 

Several Los Alamos clean critical assemblies containing oralloy, tantalum, and 

I NTR 0 D U CTI ON 

A technique for checking the validity of cross  section data on an overall basis for 
calculation of eigenvalue is to compare critical assembly integral worth measurements 



of dilute samples of material with transport theory calculations using first -order pertur - 
bation analysis (ref. 1). The reactivity worth measurements are usually made by insert-  
ing thin samples of the material into the center of the core. The difference between 
measurement and calculation of the sample reactivity is then primarily due to  inconsist - 
encies in the absorption cross section of the material because of the central location of 
the sample. In some experiments additional off -center reactivity measurements have 
been made in the presence of flux gradients. For these experiments the difference be- 
tween calculated (by eigenvalue difference methods) and measured reactivity worths also 
provide data on the scattering cross  section. Moore, Sargis, and Cohen (ref.  1) reported 
an extensive ser ies  of measurements and calculations using the perturbation and eigen- 
value difference methods in a critical assembly that simulated a thermionic reactor r e -  
flected by beryllium oxide. 

Engle, Hansen, and Paxton (ref. 2) analyzed the reactivity contributions in the 
reactor critical experiments Topsy, Godiva, and Jezebel and separated the absorption 
effects that are predominant in the center of the core from the scattering effects that a r e  
most important at the edge of the core. They showed that the measured integral worth at 
various radii in these spherical fast cores can be partitioned into a linear combination of 
a spatially independent spectrum -averaged absorption component and a spatially independ - 
ent scattering component. 

absorption and scattering components to two-dimensional cylindrical geometries calcu- 
lated by the multigroup -transport -theory discrete -ordinates methods. The concept is ap- 
plied quantitatively to central and edge full-core -length integral material -worth measure - 
ments on massive samples to  obtain fast-spectrum-averaged corrections to  the absorp- 
tion and scattering components of the material cross  sections. It is shown that these 
fast-spectrum -averaged correction factors are of the correct sign and magnitude to r e -  
duce the overpredictions in eigenvalue obtained with the GAM II (ref. 3) cross-section set  
previously used for the precritical calculations (ref. 4) for the heavy-metal-reflected, 
fast-spectrum critical assembly (ref. 5 ) .  The present material integral -worth measure- 
ments were carried out in this assembly. 

The purpose of the present analysis is to extend the concept of a linear partition into 

MEASUREMENTS 

The integral reactivity worths of 16 materials inserted as full-core-length samples 
of fuel, structure, and reflector materials of importance in the design of compact, fast 
spectrum, liquid-metal-cooled, high-temperature reactors were measured. The Sam- 
ples were inserted successively on the six outermost peripheral fuel-element positions 
and in the seven central positions of the NCA composition 5 critical assembly (ref. 5) as 
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Figure 1. - Cross sectional view of c r i t i ca l  assembly at core midplane. (Al l  dimensions are in centimeters (in. ). 1 

shown in figure 1. The samples were large (1.3 cm diam by about 37.5 cm long) and oc- 
cupied the space normally filled with fuel rods in these elements. The large sample di- 
mensions were selected in order to  obtain relatively large values for the integral worths 
for the scattering materials, which have small intrinsic reactivity worth. A listing of 
the materials measured is given in tables I and II. The reactivity measurements were 
made by exchanging the sample to be measured with a reference sample (void) while the 
reactor was near critical. A remote sample changer was used and the flux-time profile 
was  analyzed by the inverse kinetics technique. The measured values and the specific 
worth in millicents per gram are listed in tables I and II. 

In order to obtain data on the effects of sample self-shielding, nine nearly dilute ab- 
sorbers were measured at  the center of the core using a reactivity oscillator and analys- 
ing the power oscillations by means of an iterative inverse kinetics program. The meas- 
ured values are given in table III. 

3 



TABLE I. - COMPARISON OF CALCULATED AND MEASURED INTEGRAL 

SAMPLE WORTHS AT SIX EDGE CORE LOCATIONS 

[1.3-cm-diam by 37.5-cm-long samples. ] 

Material, Measured Calculated 

m l  Four group 13 group 

Worth, 
6 

Specific worth, 
mt /g  

Worth, 
i 

pecific worth 
mf/g 

Jecific worth, 
mt /g  

27.004.43 

-307.87t2.49 

Worth, 

4.36t0.07 

’ ~ i ( 9 4 . 7 ~ )  

a19. 7 a3. 2 i o .  2 

-38.9iO. 2 
36.1t1 

-308.7 

54.71t0.49 a43. 5 

‘Li3N(95.62% 10.36t0.09 

7LiOH(Z. 56%) 1. 35. 38.82*0.36 01tO. 32 

7 ~ i z ~ ( 1 . 8 2 % )  
43 .3514.38  

62.64iO. 64 

44.35t0.4 1 

‘-176.9 -55.6i0.2 
-59.7t0.2 

z(2.468) 
3(0.95%) 
HZO(O. 05%) 

45.26i0.40 
23.2r1 44.82 

(‘23.6i0.2 1 c45.431 c22.8i0.  2 23.44t0.21 

22.611t0.20 9.286t0.08 c9.845 c24.0t0. 2 

2 5 . 3 4  (. 29.2t1 

16 .3 t0 .2  
1 6 . 3 t l  

‘9.411 160) C28.6t0.2 
Mo 

27.82t0.25 I 8.99iO. 0 8 

2 . 9 6 4 .  03 ---t-- 11.35t0.10 “ 16.77iO. 2 ‘4.238 

‘2.708 

2.498 
2.601 
2.666 

12.7M. 2 
13.2+1 c11.1io.2 2.0 1 i O .  02 

4.39iO. 04 

-0.42t0.03 

+29.265+0.31 

c23.8t0 .2  c4.110 25.44t0.23 

-0.94i0.07 3.9t0.2 

131. &1 30.607 
‘30.676 

DY 
(235u 93.2w; 
23% 6.8%) 

126.022i1.25 
134.5iO. 2 

c134.4t0.2 

23% 30. 1 t O .  28 29.210.2 5.199 5 .374 .05  

aAverage of calculations with 500 and 600 percent dense samples. 
bExact central configuration in center of core. 
‘Sample cross sections averaged over reflector spectrum. 
dMolybdenum density in radial reflector reduced to 0.95. 
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TABLE II. - COMPARISON OF CALCULATED AND MEASURED INTEGRAL 

SAMPLE WORTHS AT SEVEN CENTRAL CORE LOCATIONS 

Material ,  Measured 

Worth, Specific worth,  

z m6/g 

Calculated 

Four group 13 group 

Worth, Specific worth, Worth, Specific worth,  

z m6/g 6 m&/g 
(a) (a) 

L i  

H20(0. 05%) 

C 

-6 9 -36.5 1 -6.23+0.01$ -33.07i0.061 1 -5.81 -30.8 I b-7:61 b-40.4 I 

18.69iO. 15 30.94iO. 25 16.7 27.65 17.9 29.52 

-241.3 -244.9 -645.57 
-245.1 ‘-646.10 

-636.18 e 

C(2.461) 
O(0.958) 

aprec i s ion ,  i o .  26. 
bCalculations with 500 percent dense samples.  
‘Average of calculations with 500 and 600 percent  dense samples.  
dCalculations with 600 percent dense samples.  
eMesh points in sample  regions tripled. 
‘All d r u m s  full in. 
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TABLE III. - COMPARISON OF CALCULATED AND MEASURED 

INTEGRAL SMALL SAMPLE WORTHS IN CENTER OF CORE 

[ l .  35-cm-diam by 5.08-cm-long, thin-wall samples .  1 

Material, 
m 

“Li 
10B(92.010/0) 
11B(7.99%) 
Hf 
T a  
W 
R e  

235u 93.2%; 

2 3 5 ~ ( ~ .  0022%)l 

1 OY 

(238U 6.8%) 
238U(99. 78%) 1 

Measured 

-0 .165  
-. 012 

-. 946 

-. 093 
-. 148 
-. 066 
-. 156 

.517  

.065  

lpecific worth, 
m#/g 

b- 6 39527 
-4 1524 

-1159*8.6 

-14. %l. 1 
-14.9kO. 7 

- 7 . 2 k 0 . 8  
- 1 9 . 6 * 0 . 9  

86. 151 .2  

5 .  8k0.6  

Calculated four group 

Worth, 

6 

-0 .357  
.00866 

-. 890 

-. 0628 
-. 143 
-. 0621 
-. 141 

.534  

.0361  

ipecific worth, 

m*/g 

-1384 
2 9 . 8  

-1090.6  

- 9 . 5 6  
- 1 4 . 4  

- 6 . 7 4  
- 1 7 . 7 1  

88 .97  

3 . 2 1 8  

aPrecis ion,  *O. 0076. 
bValue may be  in error due to  leak in encapsulation. 

The method of interpreting the spatial dependence of the reactivity of the large sam- 
ples (that has been developed so as to combine the measured and calculated integral worth 
data to obtain spectrum -averaged cross-section correction factors) depends OIL the ab- 
sence of significant resonance flux in the reactor spectrum. How well this requirement 
on the flux is fulfilled for the NCA composition 5 critical configuration neutron spectrum 
is shown in figure 2, which is the spectrum measured at the center of the core,  and in 
figure 3 (from ref. 6), which is the spectrum measured at the core-reflector interface. 
These measurements were made using spherical shaped gas proportional counters and 
measuring the proton recoil pulse-height distribution. The neutron flux is negligible be- 
low 40 keV at both core locations. 

onances, tends to reduce the sensitivity of the cross-section correction method to cross- 
section e r rors  occurring in this range. In table I calculations of the sample worth in the 
core spectrum a r e  compared with sample worth in the molybdenum reflector spectrum, 
which is a degraded fission spectrum. It is seen that the difference in sample worths for 
the two spectra is small with the exception of lithium, molybdenum, and boron. This im- 
plies that the other materials investigated do not have especially important cross-section 
contributions near 250 keV. 

6 

The large depression in the flux near 250 keV, which is caused by the lithium res- 
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TWO-DIMENSIONAL TRANSPORT ANALYSIS OF MATERIAL 

RE PLACEMENT EXPERIMENTS 

Large Samples at Peripheral Locations 

Material samples in core. - The reactivity worth of the large samples at the edge of 
the core was  calculated by the method of discrete ordinates as the difference of two eigen- 
values for the reactor configuration in an xy geometrical representation. The GAM II 
code (ref, 3) 99-group cross  sections were weighted over the computed assembly spec- 
trum to obtain four- and 13-group cross-section sets above 0.414 electron volt (see 
table IV). The thermal neutron energy range was not included because of the negligible 

TABLE IV. - ENERGY GROUP STRUCTURE 

USED IN CALCULATIONS 

3roup number 

1 
2 
3 
4 
5 
6 
7 
8 
9 
10 
11 
12 
13 

Four -group set 
mnergy minimuma, 

eV 

‘Energy maximum, 14. 9183X106 eV. 

‘hirteen-group set 
inergy minimum, 

eV 

3. 6788X1O6 
2.2313 
1.3533 
,8209 
.6081 
.4979 
.3020 
.2237 
. 1832 
.llll 

40. 868X103 
15.034~10~ 
0.414X1Oo 

thermal flux. Four- and 13-group region homogenized macroscopic Po cross  sections 
obtained from the MACROS and MACRUP data handling programs were used in the t rans-  
port theory TDSN (ref. 7) program for the four-group S4 calculations and in the DOT 
(ref. 8) program for the 13-group S4 calculations using the geometrical representation 
given in figure 4. 

In this figure the midplane geometry of the critical assembly w a s  accurately repro- 
duced by the stepped core boundaries and the explicit representation of the fueled and ab- 
sorber drum regions and the molybdenum reflector regions. The cylindrical samples 
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1, '%, 238U, Ta. Mo, 7Li3N 
2. Mo 
3, Ta 
4, Sample 
5, Ta, Mo, 7Li3N 

///// void 
28.6 cm 

-A c 
c .- x 
f 
9 
In m 

Figure 4. - XY model of cr i t ical  experiment. 

were represented by square regions of nearly equal area at the correct radial locations. 
In the calculational geometry the core was uniformly loaded with fuel. In the exper- 

imental configurations the loading of the seven central fuel elements was adjusted as re- 
quired to make the core nearly critical either with the positive-worth edge samples in- 
serted o r  the negative-worth edge samples withdrawn so that the interchange of sample 
and void resulted in a declining flux-time profile as required by the inverse kinetics anal- 
ysis program. Experimental and analytical investigation showed that this readjustment of 
the central fuel loading had a negligible effect on the measured sample worth and that the 
assumption of a uniform core loading in the analysis leads to a calculational e r ro r  of less 
than *3 percent in sample worth (see RESULTS section). 

The transverse leakage was taken into account by the incorporation of an effective 
core height in the multigroup transport theory programs. The effective core heights were 
obtained from two-dimensional RZ four -group TDSN and 13-group DOT calculations in 
which all the geometrical details in the axial direction were explicitly represented. 

The region around the reactivity sample locations (region 5 in fig. 4) contained the 
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7 lithium-7 nitride ( Li3N), the tantalum tubing, and the molybdenum sample cladding as- 
sociated with the sample locations in a smeared fashion. Table I lists the materials 
measured. 

Void reference samples in core. - The eigenvalue difference method gives the sam- 
ple worth by subtracting the reactivity calculated with the voided sample in the core from 
the reactivity calculated with the material sample in the core. Because the voided sam- 
ples created end effects (core -reflector interactions with sample location voided) and void 
leakage (streaming) components that could not be satisfactorily treated with two- 
dimensional transport theory, an additional experiment w a s  performed in which the ex- 
cess  reactivity of the critical assembly with the sample locations voided was measured. 
The geometry and fuel loading were duplicated in two-dimensional xy 4-group TDSN and 
13 -group DOT transport calculations of the excess reactivity. 

value of the NCA critical configuration by several percent because of e r r o r s  in the tabu- 
lated cross sections, the reduced order of the angular segmentation and the scattering ex- 
pansion, and the coarse-group structure (ref. 9). This overprediction or bias in the ab- 
solute value of the reactivity was determined for a number of the NCA critical configura- 
tions and is shown as a function of uniform fuel loading in figures 5 and 6. Also shown on 
these plots is the excess reactivity calculated for the void sample experiment. The dif - 
ference between the excess reactivity computed for the void sample experiment and the 
bias computed for a uniformly loaded core containing the same amount of fuel is 6.3*0.1 

Present calculational procedures overestimate the absolute magnitude of the eigen- 

360 
168 170 172 114 116 178 180 

Oralloy loading, kg 

Figure 5. - Calculational bias as funct ion of oralloy loading for XY  calculat ions 
(four-group calculat ions). NASA hea~y-metal-ref lected, fast-spectrum cr i t ica l  
assembly configurations, Error  on calculated points, iO.07 cent. 
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effects and void leakage components which a r e  neglected in the two-dimensional analysis. 
The void sample calculations used for eigenvalue difference computations were corrected 
for this neglect by reducing the calculated eigenvalue by 6.3 cents. 

For the oralloy samples an additional 22.O~tO. 1 and 25.2*0.1 cents w a s  added to the 
eigenvalue difference for the four-group and 13-group calculations, respectively, to ac- 
count for the shift in bias due to the increased oralloy loading associated with these sam- 
ples, as stipulated in figures 5 and 6. 

section (DB2) is computed in TDSN and DOT for each material region using the relation: 
Transverse reactor leakage cross sections. - The transverse buckling-loss c ross  

where H is the effective core height obtained from two-dimensional RZ calculation, 
CTR is the macroscopic transport cross section, and y = 0.7104. This relation incor- 
porates the competing effects of (1) a decrease in the buckling-loss cross section due to  
a decrease in the diffusion constant with increasing transport cross  section, and (2) an 
increase in the buckling-loss cross section due to an increase in the buckling resulting 
from a decline in the extrapolation length with increasing transport cross section. 
Hence, the buckling-loss cross section attains a maximum at CTR = (2y/H) (-0.025 cm- 
for  H = 56.8 cm) and approaches zero as CTR approaches zero. This means that the 

1 
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computed axial leakage probability for  transparent sample regions does not approach the 
correct limit for small CTR. Since the relation is correct for moderate values of CTR, 
an investigation was conducted to  determine the bounding value of the transport cross sec-  
tion above which anomalous behavior in the buckling-loss cross section would not be ex- 
pected for the samples. 

A series of calculations of the specific worth (mG/g) of scattering materials having 
intrinsically small absorption cross sections and positioned in the six edge sample loca- 
tions were performed. The results a r e  shown in figures 7 and 8, in which the specific 
worth is plotted against density of the material. The decrease in calculated edge worths 
for lithium-7 ( Li) and carbon (C) at small values of the transport cross section (density) 
is the result of the anomaly in the calculated transverse leakage cross section. The 
slight decrease seen for  large values of the transport cross section is expected because 
of saturation effects. On the other hand, the edge worth calculations for the absorbers 

10 6Li and boron-10 ( B) shown in figures 9 and 10 do not show the anomalous behavior at 
small values of the transport c ross  section, indicating the mitigating effect of strong ab- 
sorption. It is concluded that the buckling-loss cross sections a r e  correctly computed 
for predominantly scattering regions if  the transport cross sections are greater than 
0. 15 reciprocal centimeter. 
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Figure 7. - Measured and calculated center and edge specific integral worth and edge-to-center specific integral worth 
ratio as functions of l i th ium-7 sample density and cross section. 
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1 Specific wor th 

wor th ratio 
- -a- - Edge-to-center specific Four-group cross sections 
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0 Measured edge 
0 Measured center 
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/ 

Figure 8. -Measured and calculated center and edge specific integral  wor th and edge-to-center specific 
integral wor th ratio as funct ions of carbon sample densityand cross section. 
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One-group cross section, Ia 

Figure 9. -Measured and calculated center and edge specific integral wor th and edge-to-center specific inte- 
gral wor th ratios as funct ions of l i t h i u m  sample density and cross section. (Corrected for scattering.) 
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Figure 10. -Measured and calculated center and edge specific integral worth 
and edge-to-center specific integral worth ratio a s  functions boron-10 - 
boron-11 sample density. (Corrected for scattering. ) 
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Figure 11. - Sample transport cross section for groups 1 to 3 o f  four- 
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The magnitude of the transport cross section for the top three groups, which contain 
97.4 percent of the flux in the four-group TDSN calculation, a r e  plotted in figure 11 for 
all sample materials. With the exception of the Li samples, all sample transport cross 
sections are greater than 0.15 reciprocal centimeter and, hence, a r e  not subject to  the 
buckling loss cross section anomaly. The integral specific worths at the edge of the core 
for natural Li, 7Li, and Li3N were calculated using sample densities of 500 and 600 per- 
cent of the actual value to eliminate the buckling-loss cross section anomaly. 

7 

Large Samples in Central Locations 

Eigenvalue difference methods using a cylindrical RZ geometrical representation in 
four-group TDSN and 13-group DOT S4 transport theory calculations were used to obtain 
the sample worths in the seven central core locations. Ninety-nine group GAM II cross 
sections weighted over the computed assembly spectrum and region homogenized by the 
MACROS and MACRUP data handling programs provided four and 13 broad-group Po 
input cross sections for the transport programs. Calculations below 0.4 14 electron volt 
were omitted because of the negligible number of neutrons in this range. The energy 
breakdown is given in table IV. 

Figure 12 depicts the RZ representation used for these calculations. The central 
cylindrical sample is explicitly treated while the surrounding six cylindrical samples in 
the first ring are homogenized with the Li3N, tantalum (Ta) cladding, molybdenum (Mo) 
tubing, and void within the annulus defined by the samples. The axial reflector adjacent 
to  the sample region contains the additional Mo and Ta tubing associated with the sample 
changer in a smeared fashion. The RZ calculational geometry incorporated the voids 
into the calculation. This method of incorporating the voids in the calculations accounts 
for the major void effects as demonstrated later by the good agreement with experiment 
obtained for the sample worths of well known materials such as carbon. Thus correc- 
tions for  discrete sample void and end effects a r e  not required. Table 11 specifies the 
material samples measured. 

were taken to  be turned to the fuel full-in position. It w a s  experimentally verified that 
difference in the central sample worth measured with the control drums turned full-in 
and with the control drums equally banked as in the measurements was less than 1.3 per-  
cent of the sample worth. These comparisons a r e  shown in table 11. 

The overprediction or  bias in the eigenvalue for the uniformly fueled cores as a func- 
tion of fuel loading discussed earlier w a s  recalculated in four and 13 groups in the RZ 
geometry. The results were similar to those shown in figures 5 and 6. As before, the 
calculated worths of the oralloy samples were increased by 43.4 and 38.9 cents for the 

7 

The oralloy loading of the core in the calculations was  uniform. The control drums 

15 



P 

', F 

16 



c 

c 
U c m 

e 

e 

P I I 

I 

17 



four and 13 groups, respectively, to account for the shift in calculational bias due to the 
overall increase in core loading with the oralloy samples inserted. 

Di lu te  Samples in Center of Core 

The calculations of the dilute sample worths were made using the PERTRAN (ref. 10) 
perturbation theory analysis program but were limited to transport corrected diffusion ap- 
proximations because of computer memory limitations connected with the TDSN transport 
theory program. TDSN supplied volumes, radial and axial mesh boundaries, real  and ad- 
joint fluxes, and real  and adjoint weighted production values for incorporation into the 
PERTRAN computations. 

represented as 0.647 centimeter -inside-radius, 0.034-centimeter-thick, 5.08- 
centimeter-long cylinders centered in the core. The samples a r e  specified in table 111. 
Explicit representation of the tantalum sample oscillator tube, tantalum fuel, and honey- 
comb tubes and the Li3N extensions through the axial reflector was  made. The remain- 
der  of the assembly was  smeared into core, drum, and reflector regions. 

Figure 13 exhibits the RZ analytical configuration, in which the dilute samples a r e  

7 

CROSS SECTION CORRECTION 

Basis of Method 

Engle, Hansen, and Paxton in their compilation of integral worth data of various ma- 
terials measured in the Topsy, Godiva, and Jezebel critical assemblies (ref. 2) found 
that with the major exceptions of hydrogenous and fuel materials, that the integral worths 
for material x could be separated into the absorption and scattering components cra and 
atr and that the integral worths were closely given by 

where fo(r) and fl(r) a r e  functions of radius alone as is expected from one group diffu- 
sion theory. This one broad group approach w a s  considered applicable to the present 
NCA integral worth measurements and calculations because of the absence of significant 
flux below 40 keV in this assembly (see figs. 2 and 3) and because of the remarkably flat 
adjoint flux above 40 keV at both the center and edge sample locations (figs. 14 and 15). 
Also implicit in this approach was the assumption that the inelastic scattering of the Sam- 
ple does not significantly alter the asymptotic flux spectrum. 
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Figure 14. -Thi r teen group, PoS4, 2D RZ transport theory calculat ions of 
unperturbed adjoint flux in central sample location. 
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Figure 15. -Th i r teen  group PoS4 2D XY transport theory 
calculat ions of unperturbed adjoint f lux  at edge sample 
location (core midplane). 

In the present analysis, both the measured and calculated integral worths at the cen- 
ter and the edge of the core are separated into integral absorption and scattering compo- 
nents for each material. To perform the separation, coefficients analogous to fo(r) and 
fl(r) were obtained from the measured integral worths of the predominant scatterers C 
and Li and the predominant absorbers 6Li and 'OB/"B as corrected to remove scatter- 
ing effects. Comparison of the calculated and measured scattering components then 
yielded a fast -spectrum -averaged absorption and scattering correction factor for each 
material. The ratio 'OB/"B refers to the 92.01 percent 'OBl 7.99 percent boron 

7 
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composition of the samples. 
These correction factors were then incorporated into the GAM II cross  section set 

used in the analysis with the result that the calculated integral worths are brought into 
close agreement with measurement as required. Core design calculations were then re- 
peated using the improved cross-section set ,  and it was found that known calculational 
biases attributed to cross -section e r r o r s  were substantially reduced. In practice correc- 
tion factors obtained by applying this method to  other cross  section sets can be used to 
point out significant inconsistencies in magnitude in the cross  section tabulations used to 
generate the macroscopic cross section set. 

Partition of Integral Worth into Absorption and Scattering Components 

Engle, Hansen, and Paxton base their separability arguments on spherical cores 
only. The NCA core in which the full-core-length material replacement worth measure- 
ments were made is two-dimensional and cylindrical, and the axial worth distribution is 
different at the central sample locations and at the core -reflector interface sample loca- 
tions. To include the radial dependence of the axial worth distribution, the integral worth 
for the sample material m was partitioned as follows: 

where W(r,m) is the full-length integral reactivity worth in millicents per gram for the 

material m at the radial position r and L52/2 cA( r ,  z ,  m)dz and k;2/2 Cs(r, z,  m)dz 

are the absorptive and scattering components, respectively, for the material m at r 
and z integrated over the length L of the sample. 

The validity of the separability assumption was checked by comparing the ratio of the 
specific integral worth measured at the edge of the core r = R with the specific integral 
worth measured at the center of the core r = 0, for two "pure1' scatterers (absorption 
component equals zero) having very different cross section shapes, using equation (1). 

= 1.49 for 7 ~ i  J 
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The ratios of the edge-to-center integral worth for two predominant absorbers analyt- 
ically corrected for scattering (scattering component equals zero) were also compared: 

W(0, m) 
6 = 0.422 for Li 

(3) 

These ratios agree within 2 percent for materials having very different cross  section 
shapes, thus confirming the separability assumption. 

Calculated edge-to-center ratios over a useful range of cross  section values a re  
compared with measurement in figures 7 to 10. The agreement between experiment and 
calculation for these ratios, which were shown to be essentially independent of cross  sec- 
tion, should be an indication of the accuracy of the geometrical representation of the core 
in the calculation and the validity of the corrections used to account for the end effects 
and the void leakage effects. However, there is some scatter in the agreement between 
the four- and 13-group results. The calculated ratio for boron is in poor agreement with 
measurement in both the four- and 13-group treatment, so that a value of the average de- 
viation would not be meaningful. Since carbon has a well known cross-section structure, 
the best indication of the accuracy of the analytical geometry and technique is the 1.8- 
percent deivation obtained between the 13-group calculated edge -to -center ratio and the 
measurement ratio for carbon (fig. 8). 

Figures 7 to 10 show that the edge-to-center worth ratios a re  reasonably constant 
over the range of cross-section magnitude and shape encountered in the material samples. 
Hence, it is concluded that for this critical assembly composition the edge-to-center 
ratio of specific integral worth for an absorber is  constant, independent of the shape or 
magnitude of the cross  section of the absorber, and that the ratio of the edge-to-center 
specific integral worth for a scatterer is constant, independent of the shape or magnitude 
of the scattering cross  section. Thus equation (1) is valid for all nonhydrogenous and 
nonfissile materials in the NCA 5 spectrum. Therefore, equations for material m can 
be written for the central and edge sample integral worth using the average measured co- 
efficients given in equations (2) and (3). 
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The measured specific full-length integral worths at the edge and the center of the core 
can then be substituted for  W (0, m) and WM(R, m) and equations (4) and (5) solved for LyL2 CA(O,Z,m)dz and L r  Cs(O, z ,  m)dz the full-length absorptive and scattering 

components for material m at the center of the core. In this manner, the measured in- 
tegral worth is partitioned into components. 

Co m putat io n of C ross -S ect i on  Correct ion Factors 

The calculated integral specific worths for each material m can also be partitioned 
in an analogous fashion: 

where Wc(O, m) and Wc(R, m) a re  the calculated integral specific worths at the center 

and JL/2 Cs(O, z, m)dz are the measured material absorptive and scattering compo- 

nents obtained previously. Equations (6) and (7) a r e  solved for Am and Sm, the absorp- 
tive and scattering spectrum averaged cross  -section correction factors for  material m. 

The role of Am in equations (6) and (7) becomes apparent by considering the case of 
a pure absorber, for which case 

and at the edge of the core,  respectively, and L;:2 CA(0, z,  m)dz 

-L/2 
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Wc(R, m) = 0.425 - CA(0, Z, m)dz (9) 

However, for a pure absorber equations (4) and (5) become 

and equations (8) and (9) can be written as 

where Am is the factor by which the measurements differ from the calculations at both 
the center and the edge of the core. Therefore, multiplication of the analytical absorp- 
tion cross section by Am will bring agreement with measurement for the integral 
worths. This same argument can be applied to  a pure scatterer and by induction to the 
case of a combined absorbing and scattering material. 

Spectrum-Averaged Correct ion Factors to Sample Mater ia l  Cross Sections 

Equations (4) and (5) were solved for each sample material to obtain 
rL/2  rL/2 

CA(O, z, m)dz and Cs(O, z, m)dz, the material absorptive and scattering 1 l L , 2  
components for each sample material, and then equations (6) and (7) were solved for Am 
and Sm, the spectrum -averaged cross-section correction factors for each material. In- 
sight into the ability of the formulation given in  equations (4) and (5) to partition the meas- 
ured central and edge integral worths into the material absorptive and scattering compo- 
nents is given in table V. Here, material absorptive components for a number of corn- 
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TABLE V .  - COMPARISON OF MEASURED SMALL SAMPLE 

WORTHS AN 

Re 

'D LARGE SAMPLE ABS( IRPTION COMPONENTS WORTHS AND LARGE SAMPLE ABSORPTION COMPONENTS 

Mater ia l ,  Small sample integral worth, Large  sample absorption 
m md/g component, 

Hf -14.2 -10.9 
T a  -14.9 -12.6 
W -7 .2  -6.03 
Re -19.6 -18. 1 

.ll sample integral worth, 

md/g 

-14.2 
-14.9 

-7 .2  
-19.6 

Large  sample absorption 
component, 

-10.9 
-12.6 

-6.03 
-18. 1 

bined and scattering materials a r e  compared with the central, small-sample specific in- 
tegral  worth, which essentially is a measure of the absorption in the sample. The com- 
parison shows that material absorptive component is on the average 0.84 of the measured 
small sample worth in each case. The maximum deviation from the average is a9 per-  
cent. The material absorptive component is expected to  be less negative than the small 
sample worth because the material absorptive component is derived from full -length 
measurements, which are the average of low-worth regions near the top and bottom of 

material absorptive components are in good agreement with the measured worths for the 
small, highly absorptive samples, when these are normalized to reflect the full -length 
characteristic of the large samples. This is further evidence of the validity of partition 

I the core and high-worth regions at the center of the core. The point is that the computed 

I into absorption and scattering components using equations (4) and (5). 

Application of Correct ion Factors to Cross-Section Set 

The GAM I1 cross-section set was adjusted to  incorporate the correction factors as 
follows : 

Transport cross section - 

Absorption cross  section - 

a a = A  * (T 

m a  
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Total transfer matrix - 

The starred values a r e  the corrected cross  sections and the unlabeled values are the 

The corrections were applied uniformly to all of the groups. Hence, any inaccura- 
four- and 13-group cross  sections obtained from GAM 11. 

cies in the cross-section shape and in the inelastic scattering model a r e  not treated by 
this procedure. 

RESULTS 

Comparison Between GAM I1 Calculations and Measurement 

Comparison of integral sample worths. - Tables I and 11 compare the measured and 
calculated integral sample worths at the center seven sample locations and at the six core 
edge locations. Table 111 compares the central small sample worths. The tables list the 
material calculated together with the impurities included in the calculations. The sample 
worths were calculated using 99-group cross  sections weighted over the core spectrum 
unless noted. At the six edge locations most of the results were obtained using 99-group 
cross  sections weighted over the molybdenum reflector spectrum, since this spectrum 
probably is more representative of the physical situation. However, the use of reflector 
spectrum weighting made little difference in the value of the calculated worth; the largest 
difference is 14 percent occurring for Li. In general though, the molybdenum spectrum 
calculations are in slightly better agreement with measurement. 

That there is so little difference in integral worth when the molybdenum spectrum 
(which is essentially a degraded fission spectrum) is used in place of the very different 
core spectrum (fig. 2) shows that the integral worth in the fast spectrum neutron range is 
not very sensitive to the shape of the interaction density C(E) SP(E) and, therefore, not 
very sensitive to the cross-section shape. The reason for the insensitivity to cross- 
section shape is that the adjoint flux is remarkably constant over the spectrum range of 
importance a s  shown in figures 14 and 15. These analytical conclusions a r e  in agreement 
with the earlier experimental finding that the ratio of the edge-to-center specific worth is 
constant for all predominant absorbers and for all predominant scatterers independent of 
cross-section shape or  magnitude. 

In order to demonstrate that self-shielding effects a r e  negligible over the fast- 
spectrum range under consideration, the l0B/l1B calculations at the center of the core 
were repeated for the large samples with number of mesh points in each region tripled. 

6 

1 
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The mesh spacing for the center sample was decreased from 0.327 to 0. 109 centimeter, 
while the mesh spacing for the six samples in the first ring around the center was de- 
creased from 0.654 to 0.218 centimeter. The difference in integral worth was l e s s  than 
0. 1 percent a s  is seen in table II. 

6 

the exact experimental core loading in the central seven fuel elements in place of the uni- 
form core loading assumed for  the standard calculations. The calculational e r ro r  asso- 
ciated with the standard calculation is less  than *3 percent. 

A comparison of calculated and measured small sample integral worths is given in 
table III. It is believed that the Li measurement is in e r ro r  since subsequent inspection 
of the sample revealed chemical activity with the atmosphere probably caused by a leak 
in the encapsulation. The Li value also seems doubtful because it is inconceivable that a 
predominant scatterer would yield a negative integral worth value at the center of the 
core. 

lated integral worths for each material have been abstracted from tables I t o  III and are 

Table I contains entries for Li and Oy for  which the calculations were made using 

6 
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Deviation in percent between calculation and experiment. - The most reliable calcu- 

TABLE VI. - DIFFERENCE IN PERCENT BETWEEN CALCULATED 

AND EXPERIMENTAL INTEGRAL WORTHS 

[Positive values indicate a more positive calculated integral worth. ] 
~~ 

Material, 
m 

Li  
6Li 

7 ~ i  
7Li3N 
Be 
B e 0  
l 0~ / l1g  
C 
Nb-lYcZr 
Mo 
Hf 
Ta 
W 
R e  
OY 
23 8u 

:enter la rge  samples  

'our group 

6 . 8  
- 4 . 3  

1 . 5  
-6. 1 

-57 
-38 

11 
-11  
-3 1 

- 182 
15 

-22 
-128 

22 
1 . 4  

-44 

.3 group 

:enter small  samples  

Four  group 

Edge l a r g e  samples  

pour group 

-24 
b4. 6 
- 6 . 2  

- 12 
-18 

-5.  8 
4 . 5  

28  
. 3 8  

6 . 0  
4 . 7  

4 0  
33 
- 4 . 2  

511  
4 .  8 

- 3 . 2  

.3 group 

aValue may be  in e r r o r  because of leak in encapsulation. 
bExact central configuration. 
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compared with the measured value on a percent basis in table VI. In general the best 
agreement is obtained for principally absorbing materials in the center of the core, while 
at the edge of the core somewhat better agreement is found for the scattering materials. 
The 13-group calculations do not provide better agreement than the four-group calcula- 
tions, again demonstrating the insensitivity of the integral worths to cross section shape. 

6 7 With the exception of Li and Li,  which are believed to  be erroneous, the small-sample 
worths agree somewhat better with experiment than the large central samples. This is 
possibly due to  the fact that the absorption cross section is the factor being tested in this 
comparison of small-sample worths, so that scattering effects a r e  insignificant in the 
case of the small-sample measurements. It is thus evident that comparison of small, 
central sample measurements with calculations are not sufficient to  test  the consistency 
of cross  sections and that much more stringent tests with large samples at the core ex- 
t remes a r e  required. 

Spectrum-Averaged Correction Factors to Sample Material Cross Sections 

The spectrum-averaged cross-section correction factors are given in table VII for 
four-group and 13-group analysis. There is good agreement between the four- and 13- 
group values (1) of Am, for the materials in which absorption is dominant, (2) of Sm, 
for the materials in which scattering is dominant, and (3) of both Am and As, when the 
material has a mixture of absorption and scattering. In some cases the computed absorp- 
tive correction factors were negative (footnote (a)). These occurred for materials in 
which the absorption cross  sections were insignificant such that small e r r o r s  in the scat- 
tering formulation could force the compensating absorptive correction factor to  go neg- 
ative because it was operating on a very small cross  section. The footnoted values cor - 
respond to  the materials that are of special interest to  the advanced reactor program and 
for which the correction factors were somewhat large. For these materials, the initially 
determined correction factors were applied to  the c ross  section set; the sample worth 
calculations were repeated; and new correction factors were recomputed. This proce- 
dure was  then repeated until successively computed correction factors agreed within a 
few percent. For these cases the correction factors changed less  than 7 percent as a re- 
sult of this iteration. Of course the recalculated edge and center worths were brought in- 
to very close agreement with their measured counterparts by this procedure. 

i 

~ 

, 

I 

I' 
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Material ) 
m 

L i  
‘Li 
7 ~ i  
‘Li3N 
B e  
B e 0  
 OB/ IB 
1OB 
C 
~ b -  l%Zr 
Mo 
Hf 
Ta 
W 
Re 

TABLE M. - SPECTRUM AVERAGED CORRECTION FACTORS TO 

ABSORPTIVE AND SCATTEFUNG CROSS SECTION 

Four group 

ibsorptive correction 
factor, 

Am 

1. 15 
.965 
.584 

1.99 
(a) 
(a) 

1.06 
bl. 13 

(a) 
.925 

’. 596 

’. 825 
’. 721 
1. 13 

bl .  04 

icattering correct ion 
factor, 

‘m 

1.22 
1.06 
1.13 
1. 31 
.719 
.780 
.563 

’. 290 
.953 
.938 

’. 872 

’. 786 
’. 952 

.849 

b. 847 

13 group 

ibsorptive cor rec t  ion 
factor)  

*m 

Scattering correct ion 
factor ,  

‘m 

aNegative absorptive correction factors. 
bIterated values. 

Analysis of Cr i t ica l  Assemblies Using Corrected GAM TI Cross Sections 

Los Alamos critical assemblies. - Several Los Alamos critical assemblies (ref. 
containing Oy, Ta,  and Mo were reanalyzed using corrected GAM I1 cross  sections. 

11) 

With unaltered GAM I1 cross sections, these assemblies were previously calculated to 
have a keff greater than unity although pure oralloy assemblies were calculated 
satisfactorily. 

Molybdenum reflected oralloy: This critical assembly consists of a 13.33 -centimeter 
(5.25-in.) diameter Oy cylinder (93.5 wt. % 235U with a height to diameter ratio of 1.02). 
The density of the oralloy was  18.8 grams per cubic centimeter, and the critical mass 
was 35.0 kilograms. The core was reflected on all sides by 2.54 centimeters (1.0 in.)  of 
99.8-weight-percent molybdenum. A 0.819 -cubic-centimeter (0.05-in. ) central cavity 
that accommodated the neutron source was  included in the calculations. 

tion and the 13-group structure given in table IV. The square root of the buckling in the 
spectrum calculation was taken as 0. 3 reciprocal centimeter. Tape nuclide 42.000 was 
used to generate the spectrum averaged molybdenum cross  sections. 

3 

The calculations were made in 2D RZ using the Do” code with the Pos8 approxima- 
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For the base calculation, which used the unaltered GAM I1 cross-section set, the cal- 
culated eigenvalue was l. 03812. Applying the 13-group correction factors for molyb- 
denum as given in table Vn to the spectrum-averaged broad-group GAM If cross  sections 
reduced the eigenvalue by 1.3 percent to 1.02427. 

A previous calculation of this assembly yielded a base eigenvalue of 1.0285 when a 
P1 approximation in the scattering expansion was used with a S4 angular quadrature in 
13 groups and an eigenvalue of 1.0248 for the case with a s 8  quadrature. Thus, it can 
be inferred that a PIS8 calculation of this critical assembly with corrected GAM I1 
cross  sections would yield an eigenvalue of 1.012. 

(15 in.) in diameter and 18.567 centimeters (7.31 in. 1 tall, containing 49.2-volume per-  
cent of oralloy and 50.8 volume percent tantalum was recalculated in Pos8 using a 13- 
group 2D RZ representation in the DOT code. The base eigenvalue was 1.0271, while 
the eigenvalue with the 13-group correction factors for tantalum given in table VI1 was 
1.0090, a reduction of 1.74 percent. A previous calculation using 13 groups and a PIS4 
approximation resulted in an eigenvalue of 1.029 for the base case, indicating the reduced 
importance of the P1 approximation for this larger core. The S4 to  s 8  change has 
been shown to amount to about a -0.4 percent change in eigenvalue. 

NCA composition number 1 critical assembly. - This core was the first of a series 
of critical configurations built to provide data to check the cross  sections and analytical 
methods to be used on the heavy-metal-reflected, fast-spectrum reactor program. The 
critical assembly is shown in figure 1. Two-dimensional RZ calculations using 13 
groups and a P0S4 approximation were made using a geometrical description similar to 
figure 12. The core contained only oralloy, tantalum, and a small amount of molyb- 
denum. The core was reflected by a 8.26-centimeter (3.25-in. ) radial reflector and a 
10.2-centimeter (4.00-in. ) axial reflector of molybdenum. The base case eigenvalue cal- 
culated using the unaltered cross  section was l. 0242, and the corrected case eigenvalue 
was 1.007, a difference of 1.6 percent. The correction factors for 13 groups given in 
table VII for molybdenum and tantalum were used to correct the cross  sections. 

Tantalum-oralloy core: A bare cylindrical critical experiment, 38. 1 centimeters 

Er ro r  Analysis of t h e  Cross-section Correct ion Factors 

Derivation of the e r ro r  equations. - Equations (4) to (7) were solved for the spectrum- 
averaged cross-section correction factors A, and Sm : 

RsMc - ME 

RsCc 'E 
Am = 
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RAMc - ME s =  -m 
RAcc "E 

where 

R =  S 

(14) 

= 1.48 

r L / 2  

and 

In the preceding equations Rs is the measured edge-to-center ratio of the specific inte- 
gral worth for a scat terer ,  RA is the measured edge-to-center ratio of the specific inte- 
gral worth for an absorber, ME is the measured edge worth for the sample m,  Mc is 
the measured center worth for the sample m,  CE is the calculated edge worth for the 
sample m, and C, is the calculated center worth for the sample m. (ME, Me, CE,  
and C, are  in m6/g.) 

tions (13) and (14) is then found by the procedure of propagation of e r r o r s  to be 
The er ror  in Am and Sm resulting from e r r o r s  in the right hand side of equa- 
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1 

( R ~ M c  - ME)2 

+ 

"rn 2 RAMc RACc J[$y (<) =(RAMc - M E  RACc -CE 

These e r ro r  equations were used to compute the total error in the spectrum- 
averaged cross-section factors arising from (1) the uncertainty in the measured edge-to- 
center ratio of specific integral worths for two pure scatterers given in equation (21, (2) 
the uncertainty in the measured edge-to-center ratio of specific integral worths for two 
predominant absorbers,  analytically corrected for scattering (eq. (3)),  and (3) all the un- 
certainties in the quantities used to  compute the cross -section correction factors. These 
uncertainties are listed on tables I and 11. 

Since (RsMc - ME) in equation (13) approaches zero for predominant scatterers,  the 
e r r o r  in A, as developed in equation (15) is expected to be large for predominant scat- 
t e re rs .  Similarly the e r ro r  in Sm for predominant absorbers as given in equation (16) 
is large since the term (RAMc - ME) in equation (14) approaches zero. 

bring the calculated integral worths into agreement with the measurements. This is be- 
cause for a predominant absorber the scattering cross section and, therefore, the e r ro r  

These large e r ro r s  do not, however, affect the capability of the correction factors to 
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in the scattering correction factor are unimportant in calculating the integral worth. 
Similarly, the absorption cross  section and the e r r o r  in the absorption correction factor 
is unimportant for a predominant scatterer.  

Results of e r ro r  analysis. - Table VIII presents the results of the e r r o r  analysis for  
all the materials in te rms  of the total e r ror .  It is noted that for predominant scat terers  
such as C and Li the e r ro r  in Am is large and that for predominant absorbers such as 
6Li and B the e r ror  in Sm is large. For  materials that are a balance between scatter-  
ing and absorption, such as Nb-1 percent Z r ,  Mo, Hf, Ta, W, Re, the total e r r o r  is l e s s  
than 2 percent in the spectrum averaged correction factors. 

As explained before, the measured values of the edge-to-center ratio for 6 Li and B, 

used to determine the value of RA, were analytically corrected to account for scattering. 
A change in RA affects only the value of Sm, the spectrum-averaged correction factor 
for scattering, as seen in equation (14). Also, S, is insensitive to  changes in RA, 
since RA appears in both the numerator and the denominator. Therefore, even if  the 
analytical correction for scattering used in computing RA were omitted, the value of 
Sm would change by less  than 2 percent for Nb-1 percent Zr ,  Mo, Hf, Ta, and Mo; the 
materials of primary interest. 

Four  group 

ibsorptive correct ion Scattering correct ion 
factor ,  factor ,  

Am sxn 

Material, 
m 

13 group 

Absorptive correct ion Scattering correct ion 
factor ,  factor ,  

Am s m  

L i  
6Li 
7 ~ i  
'Li3N 
Be 
B e 0  
l0g/l1g 
1OB 
C 
Nb-lO/cZr 
Mo 

Ta 
W 
R e  

Hf 

~~~~~ ~ 

3 . 1  
1.4 

220 
17 
13 
14 

1.4 
1. 8 

1. 5 
1. 8 
1. 2 
1.1 
1 .2  
1 . 4  

160 

TABLE VIII. - ERROR ANALYSIS OF SPECTRUM-AVERAGED 

C ROSS -SECT ION CORRELATION FACTORS 

~ 

4 . 1  
6.6 
4 . 5  
3 . 4  
4 . 3  
3 . 5  
8 . 6  
9 . 3  
1. 8 
1 . 2  
1.3 
1 .2  
1.1 
1.1 
2 . 1  

3 . 9  
6 . 3  

4 . 9  
--- 
- - -  
- - -  
8 . 7  

1.9 

1 . 3  
1 . 2  

1.1 
1.1 

- - -  

- - -  

--- 
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CONCLUSIONS 

A series of central and core-reflector interface material worth replacement exper- 
iments were performed in a fast -neutron spectrum reactor having negligible resolved 
resonance flux. The experiments were analyzed in four and 13 neutron groups using two- 
dimensional SN transport theory programs. The method of Engle, Hansen, and Paxton, 
wherein the measured integral worth at various radii are separated into absorption and 
scattering components, was extended to apply to both measured and calculated integral 
worths thereby permitting the computation of spectrum -averaged cross  section correction 
factors for the various materials. 

It was found that the ratios of edge-to-central specific worths of pure scatterers and 
predominant absorbers were essentially constant over a useful range of cross  -sections, 
independent of the particular material, showing the separability of scattering and absorp- 
tive effects. This conclusion was supported by calculation. 

are applied equally to all groups, it is unable to cope with uncertainties in the cross- 
section shape and the inelastic scattering model. However, the good agreement between 
(1) the four - and 13 -group derived spectrum-averaged absorption cross-section correc- 
tion factor for materials in which absorption was dominant, (2) the four- and 13-group 
spectrum-averaged scattering cross  section for scattering materials, and (3) the general 
good agreement for materials that are mixtures of absorption and scattering showed that 
the effects of the cross-section shape on the value of the correction factor was secondary. 

The cross-section correction factors computed for molybdenum and tantalum were in 
the direction and magnitude to bring the persistently overpredicted eigenvalue of the Los 
Alamos oralloy-molybdenum reflected and 49.2-percent Oy - 50.8-percent tantalum bare 
cores,  and the NCA Composition 5A oralloy-tantalum-molybdenum core to within 1 per-  
cent of the experimental reactivity. 

Since the extended method produces spectrum -averaged cross-section factors that 
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